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BONDAR CLEGG

REFORT: 098-1545 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brokm mining corp. submitted by: j. barron

project: none listed date printed: 2i-dec-bb

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au 6old 13 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

B DRILL CORE 13 2 -150 13 Assay Prep 13
Sa»?le Pickup 1
Excessive Wetness 251

remarks: final results are reported.

REPORT COPIES TO*. MR. JIM BARRON INVOICE TO! HR. JIM BARRON

ik. im MHfliw . ' : ~: ~ ::. . ..
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REPORT! 098-15-15 project: none listed page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-515-1M5-1150 0.007
02 R88-515-1150-1155 0.002

02 R88-515-1155-1160 0.005
02 R88-515-1160-1165 0,015
02 R88-515-1165-1170 0.016

02 RB8-515-1170-1175 0.018
02 R88-515-1175-1180 0.019

02 R88-515-1180-1185 0.010
02 R88-515-1185-1190 <0.002
02 R88-515-1190-1195 0.014

D2 RB8-515-1195-1200 0.017 
D2 R88-515-1200-1205 0.005 

D2 R88-515-1205-1210 0.011
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Rondar-CleKK, Inc.

12980 Wesl Cedar Dr.

Lake^wd, Colorado 80228
(303) *93404

BONDAR CLEGG

Geochemical

Lab Report

REPORT! 098-1546 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: none listed

SUBMITTED BYT J,BARRON 
DATE PRINTED! 21-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 25 0.002 OPT Fire Assay
Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 25 2 -150 25 Assay Prep 25
Sanple Pickup 1
Ewes*ive Wetness 369

REMARKS! FINAL RESULTS ARE REPORTED.

2 SEPARATE ASSAY RESULTS REPORTED FOR ONE

SAMPLE.

REPORT COPIES T05 MR. JIM BARRON 

MR, JIM BARRON

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg. Inc.

12980.Wes Cedar Dr. 
Lake^od, Colorado 80228 
i»3)9mjto

BONDAR CLOG

REPORT: 098-1546 project: none listed PAGE 1

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

D2 R88-515-1210-1215 0.010
D2 R88-515-1215-1220 0.009

D2 R88-515-1220-1225 <0.002 V S

D2 R88-515-1225-1230 0.005
0.100 rsj 0/D2 R88-515-1230-1235 0.068

D2 R88-515-1235-1240 0.016
D2 R88-515-1240-1245 0.021
D2 R88-515-1245-1250 0.010
D2 R38-515-1250-1255 0.005
D2 R88-515-1255-1260 0.006

D2 R88-515-1260-1265 0.004
D2 R88-515-1265-1270 <0.002
D2 R88-515-1270-1275 0.002
D2 RB8-515-1275-1280 0.007
D2 R88-515-1280-1285 0.005

rc R88-515-1285-1290 <0.002 
D2 R88-515-1290-1295 0.003 

D2 R88-515-1295-13Q0 <0.002 
D2 R88-515-1300-1305 <0.002 
D2 R88-515-1305-1310 0.008

D2 R88-515-1310-1315 0.007
D2 RB8-515-1315-1320 0.055
D2 R88-515-1320-1325 0.045
D2 R88-515-1325-1330 0.011
D2 R88-515-1330-1335 0.023
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Geochemical

Lab Report

Bondar-Oetx, Inc.

12980 Waa Cedar Dr.

Lakewood, Colorado 80228

(303)989+MM

BONDAR CLEGG

REPORT! 098-1548 ( COMPLETE ) REFERENCE INFO I NONE LISTED

client: frohm mining corp. 

project: none listed

SUBMITTED BY: J. BARRON 

DATE PRINTED: 15-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 23 0.002 OPT Fire Asssy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 23 2 -150 23 Asssy Prep 23
Sesple Pickup 1
Excessive Wetness 426

remarks: final results are reported.

REPORT COPIES TO! HR. JIM BARRON INVOICE TO: MR. JIM BARRON



Geochemical

Lab Report

Bandar-Clegg, Inc.

12980 West Cedar Dr

Lakewood, Colorado 80228

(303)98*4401

BONDAR CLEGG

REPORT: 098-1548 project: none listed________ pace i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R88-515-1335-1340 0.052 

02 R88-515-1340-1345 0.034 

02 R88-515-1345-1350 0.015 

02 R88-515-1350-1355 0,026 
02 R88-515-1335-1360 0.023

02 R88-515-1360-1365 0.016
02 R88-515-1365-1370 0.015
02 R88-515-1370-1375 0,014
02 R88-515-1375-1380 0.012
02 R88-515-1380-1385 0.015

02 R88-515-1385-1390 0.010
02 R88-515-1390-1395 0.012
02 R88-515-1395-1400 0.011
02 R88-515-1400-1405 0.005
02 R88-515-1405-1410 0.006

02 R88-515-1410-1415 0.005
02 R88-515-1415-1420 0.010
02 R88-515-1420-1425 0.016
02 R88-515-1425-1430 0.011
02 R88-515-1430-1435 0.015

02 R88-515-1435-1440 0.002
02 R88-515-1440-1445 0.006
02 R8S-515-1445-1450 0.003



BONDAR-CLEGG INC.

12900 W CEDAR DR., LAKEWOOD, CO. 00220 PHONE: 909-VTCKl TELEX: <45-093

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES----------------------------------------------------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

LAB. REPORT NO. 

Samples
T»pe

#
Samples

Sample Numbers 
{Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Aq Cd N) Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation DCP

Ore
test

DCP
urt*

>iL

Pi,

Nai/lron

i □ assay (%, ore grade) ) Of prepared I
Please analyze by \ > methods, the enclosed < f samples

' □ geochemical (ppm, trace level) ‘ □ ‘ unprepared 1

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_________________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 OAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

Results; □ Results

Invoices n Invoices

Pulps n Pulps

Rejects n Reacts

Results n Results

Invnice n Invoice

Pulps n Pulps

Reacts □ Rejects

CLIENT'S COPY



BONDAR-CLEGG INC.

12980 W. CEDAR DR., LAKEWOOD, CO. 80228 PHOTsJE: 989-1-404 TELEX: A5-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

LAB. REPORT NO. 

Samples
Type

#
Samples

Sample Numbers 
(Seriesj

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe 8i V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation OCP

Ore
lest

ujo m Neutron

PIj OCP

PH

•r,

Zn

< □ assay (%, ore grade) ;| □ t prepared
Please analyze by \ > methods, the enclosed < r samples

' □ geochemical (ppm, trace level) 1’ □ l unprepared

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_________________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSEO AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

□ Results.

□ Invoices

□ Pulps _

□ Reacts.

□ Results.

□ Invoice.

□ Pulps _

□ Rejects.

□ Results.

□ Invoices

□ Pulps _

□ Rejects.

□ Results.

□ Invoice _

□ Pulps__

□ Rejects.

CLIENT'S COPY



B BONDAR-CLEGG INC.

12980 W CEDAR DR., LAKEWOOD, CO. 80228 PHONE: 9B9-1AOA TELEX: <45-633

SAMPLE SHIPMENT NOTICE

Date Shipped < ■ __________ IVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES-----------------------------------------------------------------------------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

LAB. REPORT NO. 

Samples
Type

U
Samples

Sample Numbers 
iSeries)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe 81 V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
lest

ire

Neutron

Neutron

Neutron

Neutron

Neutron

Neutron

A‘ V Jtlil 1"

Neutron

Fe

i □ assay (%, ore grade) ) □ / prepared 1
Please analyze by \ > methods, the enclosed < j samples

' □ geochemical (ppm, trace level) * □ ' unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_________________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

□ Results.

□ Invoices

□ Pulps _

□ Rejects.

□ Results.

□ Invoices

□ Pulps _

□ Rejects.

□ Results

□ Invoice

□ Pulps _

□ Rejects

□ Results

□ Invoice

□ Pulps _

□ Rejects

CLIENTS COPY



LAB. REPORT NO. 

BONDAR-CLEGG INC.

12980 W. CEDAR DR., LAKEWOOD, CO. 80228 PHONE: 909-1404 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers
ISeries)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Neutron
DCP

ortj

it,
Neutron

Neutron
DCP

Neutron

Pb
Niitttrofl

Neutron ore

Neutron

Neutron 'HI:

Co

An
Neutron

Pd Activation DCP

Pb
Neutron

ure

( □ assay (%, ore grade) j1 □ / prepared t
Please analyze by i J- methods, the enclosed < | samples

' □ geochemical (ppm. trace level) J

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS

’ □
\

l unprepared

COMMENTS

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

□ Results n Results

□ Invoices n Invoices

□ Pulps n Pitlns

□ Rejects n Re|ents

□ Results_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results

□ Invoice n Invoice

□ Pulps n Pulps

□ Rejects n Rejects

L
CLIENTS COPY
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